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Determination of Hazardous Substances 
TEST REPORT

Report reference No. ...................: WT06060918-D-R 

Date of issue ...................................: 2006-7-12 

Testing Laboratory .......................: Waltek Services(Dong Guan)Co., Ltd. 

Address ...........................................: 
8B Hong Yi Building, WuShiGang, ZhuShan, DongCheng District, 
DongGuan, China 

Applicant's Name ..........................: Dongguan Hengchen Electronic Co., Ltd. 

Address ...........................................: 
No. 8, Yuan Yin Road, Zhu Yuan District, Liao Bu Town, Dong Guan 
City, Guang Dong, China 

Description of the appliance .........: Body scale 

Model and/or type reference ...........: HCB-1 

Country of Destination ...................: Europe

Sample Receiving Date ..................: 2006-6-26 

Testing Period.................................: Until 2006-6-29 

Test Conducted...............................: 1) As per EEC Commission Directive 2002/95/EC on the use of 
certain hazardous substances in electrical and electronic 
equipment (RoHS) 

2) 94/62/EEC and amendment 2004/12/EC directive (packaging 
waste) for toxic elements test 

3) 98/101/EC & 91/157/EEC directives (batteries and accumulators 
containing certain dangerous substances) 

Results .............................................: Refer to next pages 

Tested by: Checked by: 
 

Roger Lynn Akin Xu 
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Test Method 

Testing  Item Testing method Detection Limit

Lead (Pb) With reference to US EPA 3050B, or by other acid 
digestion, and analysed by ICP-AES or AAS 

2  ppm 

 
Cadmium (Cd) With reference to BS EN 1122:2002 method B, or by 

other acid digestion, and analysed by ICP-AES or AAS 
2  ppm 

 
Mercury (Hg) With reference to US EPA 3052, or by other acid 

digestion, and analysed by ICP-AES or AAS 
2  ppm 

 
Hexavalent  
Chromium  
(Cr 6+) 

With reference to US EPA 3060A & 7196A, by alkaline 
digestion, and analysed by UV-VIS 

2  ppm 

 
Polybrominated 
Biphenyls (PBB) 

With reference to US EPA 3540C, by solvent extraction, 
and analysed by GC-MS and HPLC-DAD 

5  ppm 

 
Polybromimated 
diphenyl ethers  
(PBDE)

With reference to US EPA 3540c, by solvent extraction, 
and analysed by GC-MS and HPLC-DAD 

5  ppm 

 

Note:

In the following text,  
ND = Not Detected, less than the value of Detection Limit  
ppm = mg / Kg, based on the dry weight of tested sample 
All the results are based on the test reports of SGS, ITS and AOV, according to Clients’s request. The client 
claimed that provided data covered all components of the modle in first page.   
SGS report: GZ0604047307/CHEM, CE/2005/32917, 2036534/EC, GZ0601004811/CHEM, 2036380/EC, 
GZSCR051187692/LP, GZSCR051294575/LP, GZ0601003973/CHEM, GZ0601004555/CHEM, 2010070/EC, 
SZTYR050932272/LP, GZ0601009555/CHEM, GLHGO050501745CM, GLHGO050501751CM, GZSCR051075989/LP, 
2033542/EC, GZSCR050534361/LP, GZSCR050860833/LP, GZSCR050313164/LP, GZSCR051076705/LP, 
CE/2005/32180, GZSCR050644419/LP, 2017267/EC, GZSCR050973378/LP, CE/2005/55104, SH530252/CHEM, 
SH522034/CHEM, GZSCR050643756/LP, GZSCR050973585/LP, GZSCR040516810/LP, SH584781/CHEM, 
CE/2004/60455A, 2024029/EC, SH528296/CHEM, GZSCR050526614/LP, TJTC0802391/CHEM, 
GZSCR050644145/LP, SZTYR050514694/LP, GZ0603036461/CHEM, GZSCR050636334/LP, GZSCR050973585/LP, 
SZTYR050514694/LP 
AOV report: AR20060110005L 
ITS report: SZHJ02934404, SZHJ02934406, SZHJ02934407 
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Test result: 
Item 1

(ppm) 
2

(ppm)
3

(ppm)
4

(ppm)
5

(ppm)
6

(ppm)

Chromium VI (Cr 6+) ND ND ND ND ND ND 

Cadmium (Cd) ND ND ND 7 ND 3 

Mercury (Hg) ND ND ND ND ND ND 

Lead (Pb) 8 ND ND 45 35 9 

 
Total PBBs (polybrominated  
Biphenyls) / Sum of above

-- -- -- -- -- -- 

monobromobiphenyl ND ND ND ND ND -- 

Dibromobiphenyl ND ND ND ND ND -- 

Tribromobiphenyl ND ND ND ND ND -- 

Tetrabromobiphenyl ND ND ND ND ND -- 

Pentabromobiphenyl ND ND ND ND ND -- 

Hexabromobiphenyl ND ND ND ND ND -- 

Heptabromobiphenyl ND ND ND ND ND -- 

Octabromobiphenyl ND ND ND ND ND -- 

Nonabromobiphenyl ND ND ND ND ND -- 

Decabromobiphenyl ND ND ND ND ND -- 
 

Total PBBEs (PBDEs) (Polybrominated  
Biphenyl ethers) / Sum of above

-- -- -- -- -- -- 

Monobromobiphenyl ether ND ND ND ND ND -- 

Dibromobiphenyl ether ND ND ND ND ND -- 

Tribromobiphenyl ether ND ND ND ND ND -- 

Tetrabromobiphenyl ether ND ND ND ND ND -- 
Pentabromobiphenyl ether ND ND ND ND ND -- 
Hexabromobiphenyl ether ND ND ND ND ND -- 
Heptabromobiphenyl ether ND ND ND ND ND -- 
Octabromobiphenyl ether ND ND ND ND ND -- 
Nonabromobiphenyl ether ND ND ND ND ND -- 
Decabromobiphenyl ether ND ND ND ND ND -- 

Parts  
1 Transparent glass with silvery printing  4 Black rubber  
2 Enclosure, base, battery cover, foot, button, 

ring (ABS) 
5 Cushion (EVA) 

3 Metallic silvery paint 6 Colorized plating on steel sheet 
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Test result: 
Item 7

(ppm) 
8

(ppm)
9

(ppm)
10

(ppm)
11

(ppm)
12

(ppm)

Chromium VI (Cr 6+) 0.10ug/cm2 ND ND ND ND ND 

Cadmium (Cd) ND 4 ND ND ND ND 

Mercury (Hg) ND ND ND ND ND ND 

Lead (Pb) ND 136 ND ND 104 ND 

 
Total PBBs (polybrominated  
Biphenyls) / Sum of above

-- -- -- -- -- -- 

monobromobiphenyl -- -- -- -- -- -- 

Dibromobiphenyl -- -- -- -- -- -- 

Tribromobiphenyl -- -- -- -- -- -- 

Tetrabromobiphenyl -- -- -- -- -- -- 

Pentabromobiphenyl -- -- -- -- -- -- 

Hexabromobiphenyl -- -- -- -- -- -- 

Heptabromobiphenyl -- -- -- -- -- -- 

Octabromobiphenyl -- -- -- -- -- -- 

Nonabromobiphenyl -- -- -- -- -- -- 

Decabromobiphenyl -- -- -- -- -- -- 
 

Total PBBEs (PBDEs) (Polybrominated  
Biphenyl ethers) / Sum of above

-- -- -- -- -- -- 

Monobromobiphenyl ether -- -- -- -- -- -- 

Dibromobiphenyl ether -- -- -- -- -- -- 

Tribromobiphenyl ether -- -- -- -- -- -- 

Tetrabromobiphenyl ether -- -- -- -- -- -- 
Pentabromobiphenyl ether -- -- -- -- -- -- 
Hexabromobiphenyl ether -- -- -- -- -- -- 
Heptabromobiphenyl ether -- -- -- -- -- -- 
Octabromobiphenyl ether -- -- -- -- -- -- 
Nonabromobiphenyl ether -- -- -- -- -- -- 
Decabromobiphenyl ether -- -- -- -- -- -- 

Parts  
7 Steel sheet (Multi-color plated metal) 10 Electrode metal sheet (stainless steel) 
8 Copper of battery contact  11 Switch metal sheet (silvery color metal wafer) 
9 Plating of battery contact 12 Silvery metal screw 
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Test result: 
Item 13

(ppm) 
14

(ppm)
15

(ppm)
16

(ppm)
17

(ppm)
18

(ppm)

Chromium VI (Cr 6+) ND ND ND 3 ND ND 

Cadmium (Cd) ND ND ND ND ND 2 

Mercury (Hg) ND ND ND ND ND ND 

Lead (Pb) 3 13 72 5 ND 26 

 
Total PBBs (polybrominated  
Biphenyls) / Sum of above

-- -- -- -- -- -- 

monobromobiphenyl ND -- -- -- ND ND 

Dibromobiphenyl ND -- -- -- ND ND 

Tribromobiphenyl ND -- -- -- ND ND 

Tetrabromobiphenyl ND -- -- -- ND ND 

Pentabromobiphenyl ND -- -- -- ND ND 

Hexabromobiphenyl ND -- -- -- ND ND 

Heptabromobiphenyl ND -- -- -- ND ND 

Octabromobiphenyl ND -- -- -- ND ND 

Nonabromobiphenyl ND -- -- -- ND ND 

Decabromobiphenyl ND -- -- -- ND ND 
 

Total PBBEs (PBDEs) (Polybrominated  
Biphenyl ethers) / Sum of above

-- -- -- -- -- -- 

Monobromobiphenyl ether ND -- -- -- ND ND 

Dibromobiphenyl ether ND -- -- -- ND ND 

Tribromobiphenyl ether ND -- -- -- ND ND 

Tetrabromobiphenyl ether ND -- -- -- ND ND 
Pentabromobiphenyl ether ND -- -- -- ND ND 
Hexabromobiphenyl ether ND -- -- -- ND ND 
Heptabromobiphenyl ether ND -- -- -- ND ND 
Octabromobiphenyl ether ND -- -- -- ND ND 
Nonabromobiphenyl ether ND -- -- -- ND ND 
Decabromobiphenyl ether ND -- -- -- ND ND 

Parts  
13 Cover of electrical wire 16 Metal part with multi-color plating of sensor 
14 Copper wire of electrical wire 17 White glue of sensor 
15 ”FPC” of sensor 18 Red plastic + white plastic + blue plastic of 

cord of sensor  
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Test result: 
Item 19

(ppm) 
20

(ppm)
21

(ppm)
22

(ppm)
23

(ppm)
24

(ppm)

Chromium VI (Cr 6+) ND ND ND ND ND ND 

Cadmium (Cd) ND ND ND ND ND 4 

Mercury (Hg) ND ND ND ND ND ND 

Lead (Pb) 18 15 86 ND ND 35 

 
Total PBBs (polybrominated  
Biphenyls) / Sum of above

-- -- -- -- -- -- 

monobromobiphenyl -- ND ND ND ND ND 

Dibromobiphenyl -- ND ND ND ND ND 

Tribromobiphenyl -- ND ND ND ND ND 

Tetrabromobiphenyl -- ND ND ND ND ND 

Pentabromobiphenyl -- ND ND ND ND ND 

Hexabromobiphenyl -- ND ND ND ND ND 

Heptabromobiphenyl -- ND ND ND ND ND 

Octabromobiphenyl -- ND ND ND ND ND 

Nonabromobiphenyl -- ND ND ND ND ND 

Decabromobiphenyl -- ND ND ND ND ND 
 

Total PBBEs (PBDEs) (Polybrominated  
Biphenyl ethers) / Sum of above

-- -- -- -- -- -- 

Monobromobiphenyl ether -- ND ND ND ND ND 

Dibromobiphenyl ether -- ND ND ND ND ND 

Tribromobiphenyl ether -- ND ND ND ND ND 

Tetrabromobiphenyl ether -- ND ND ND ND ND 
Pentabromobiphenyl ether -- ND ND ND ND ND 
Hexabromobiphenyl ether -- ND ND ND ND ND 
Heptabromobiphenyl ether -- ND ND ND ND ND 
Octabromobiphenyl ether -- ND ND ND ND ND 
Nonabromobiphenyl ether -- ND ND ND ND ND 
Decabromobiphenyl ether -- ND ND ND ND ND 

Parts  
19 Coppery metal wire of of cord of sensor 22 Transparent grey plastic with silvery coating of 

LCD display 
20 Transparent glass with green glue of LCD 

display 
23 Transparent grey plastic of LCD display 

21 Silvery pin of LCD display 24 Electric rubber (pink piece with black interlayer 
+ white piece with black interlayer) 
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Test result: 
Item 25

(ppm) 
26

(ppm)
27

(ppm)
28

(ppm)
29

(ppm)
30

(ppm)

Chromium VI (Cr 6+) ND ND ND ND ND ND 

Cadmium (Cd) ND 4 4 ND ND ND 

Mercury (Hg) ND ND ND ND ND ND 

Lead (Pb) 23 3 251 4 6 22 

 
Total PBBs (polybrominated  
Biphenyls) / Sum of above

-- -- -- -- -- -- 

monobromobiphenyl ND ND -- ND -- ND 

Dibromobiphenyl ND ND -- ND -- ND 

Tribromobiphenyl ND ND -- ND -- ND 

Tetrabromobiphenyl ND ND -- ND -- ND 

Pentabromobiphenyl ND ND -- ND -- ND 

Hexabromobiphenyl ND ND -- ND -- ND 

Heptabromobiphenyl ND ND -- ND -- ND 

Octabromobiphenyl ND ND -- ND -- ND 

Nonabromobiphenyl ND ND -- ND -- ND 

Decabromobiphenyl ND ND -- ND -- ND 
 

Total PBBEs (PBDEs) (Polybrominated  
Biphenyl ethers) / Sum of above

-- -- -- -- -- -- 

Monobromobiphenyl ether ND ND -- ND -- ND 

Dibromobiphenyl ether ND ND -- ND -- ND 

Tribromobiphenyl ether ND ND -- ND -- ND 

Tetrabromobiphenyl ether ND ND -- ND -- ND 
Pentabromobiphenyl ether ND ND -- ND -- ND 
Hexabromobiphenyl ether ND ND -- ND -- ND 
Heptabromobiphenyl ether ND ND -- ND -- ND 
Octabromobiphenyl ether ND ND -- ND -- ND 
Nonabromobiphenyl ether ND ND -- ND -- ND 
Decabromobiphenyl ether ND ND -- ND -- ND 

Parts  
25 PCB (mixed) 28 Brown plastic of switched switch 
26 Black plastic of switched switch 29 Silvery metal part of switched switch 
27 Silvery-white metal part of switched switch 30 Chip capacitor X7R 
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Test result: 
Item 31

(ppm) 
32

(ppm)
33

(ppm)
34

(ppm)
35

(ppm)
36

(ppm)

Chromium VI (Cr 6+) ND ND ND ND ND ND 

Cadmium (Cd) ND ND ND ND ND ND 

Mercury (Hg) ND ND ND ND ND ND 

Lead (Pb) 207 15 835 ND ND ND 

 
Total PBBs (polybrominated  
Biphenyls) / Sum of above

-- -- -- -- -- -- 

monobromobiphenyl ND ND ND ND -- ND 

Dibromobiphenyl ND ND ND ND -- ND 

Tribromobiphenyl ND ND ND ND -- ND 

Tetrabromobiphenyl ND ND ND ND -- ND 

Pentabromobiphenyl ND ND ND ND -- ND 

Hexabromobiphenyl ND ND ND ND -- ND 

Heptabromobiphenyl ND ND ND ND -- ND 

Octabromobiphenyl ND ND ND ND -- ND 

Nonabromobiphenyl ND ND ND ND -- ND 

Decabromobiphenyl ND ND ND ND -- ND 
 

Total PBBEs (PBDEs) (Polybrominated  
Biphenyl ethers) / Sum of above

-- -- -- -- -- -- 

Monobromobiphenyl ether ND ND ND ND -- ND 

Dibromobiphenyl ether ND ND ND ND -- ND 

Tribromobiphenyl ether ND ND ND ND -- ND 

Tetrabromobiphenyl ether ND ND ND ND -- ND 
Pentabromobiphenyl ether ND ND ND ND -- ND 
Hexabromobiphenyl ether ND ND ND ND -- ND 
Heptabromobiphenyl ether ND ND ND ND -- ND 
Octabromobiphenyl ether ND ND ND ND -- ND 
Nonabromobiphenyl ether ND ND ND ND -- ND 
Decabromobiphenyl ether ND ND ND ND -- ND 

Parts  
31 Solder paste (gray paste) 34 Black body with white printing of aluminium 

electrolytic capacitor 
32 Soldering tin  35 Silvery metal pin of aluminium electrolytic capacitor 
33 Chip resistor  36 SMD audion (black plastic with silvery metal pin mix 

all)
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Test result: 
Item 37

(ppm) 
38

(ppm)
39

(ppm)
40

(ppm)
41

(ppm)
42

(ppm)

Chromium VI (Cr 6+) ND ND ND ND ND NC 

Cadmium (Cd) 3 ND ND ND ND ND 

Mercury (Hg) ND ND ND ND ND ND 

Lead (Pb) -- 22 ND 15 ND 40 

 
Total PBBs (polybrominated  
Biphenyls) / Sum of above

-- -- -- -- -- -- 

monobromobiphenyl ND ND ND ND ND -- 

Dibromobiphenyl ND ND ND ND ND -- 

Tribromobiphenyl ND ND ND ND ND -- 

Tetrabromobiphenyl ND ND ND ND ND -- 

Pentabromobiphenyl ND ND ND ND ND -- 

Hexabromobiphenyl ND ND ND ND ND -- 

Heptabromobiphenyl ND ND ND ND ND -- 

Octabromobiphenyl ND ND ND ND ND -- 

Nonabromobiphenyl ND ND ND ND ND -- 

Decabromobiphenyl ND ND ND ND ND -- 
 

Total PBBEs (PBDEs) (Polybrominated  
Biphenyl ethers) / Sum of above

-- -- -- -- -- -- 

Monobromobiphenyl ether ND ND ND ND ND -- 

Dibromobiphenyl ether ND ND ND ND ND -- 

Tribromobiphenyl ether ND ND ND ND ND -- 

Tetrabromobiphenyl ether ND ND ND ND ND -- 
Pentabromobiphenyl ether ND ND ND ND ND -- 
Hexabromobiphenyl ether ND ND ND ND ND -- 
Heptabromobiphenyl ether ND ND ND ND ND -- 
Octabromobiphenyl ether ND ND ND ND ND -- 
Nonabromobiphenyl ether ND ND ND ND ND -- 
Decabromobiphenyl ether ND ND ND ND ND -- 

Parts  
37 SMD glass diode 40 Regulator IC (LM324D) 
38 Semiconductor device (7136A) 41 Black plastic part of switch 
39 IC die (93C46) 42 Golden metal part + silvery metal part of switch
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Test result: 
Item 43

(ppm) 
44

(ppm)
45

(ppm)
46

(ppm)
47

(ppm)
48

(ppm)

Chromium VI (Cr 6+) ND ND ND ND ND ND 

Cadmium (Cd) ND ND ND ND ND ND 

Mercury (Hg) ND ND ND ND ND ND 

Lead (Pb) ND ND ND ND ND 22 

 
Total PBBs (polybrominated  
Biphenyls) / Sum of above

-- -- -- -- -- -- 

monobromobiphenyl ND ND ND ND ND -- 

Dibromobiphenyl ND ND ND ND ND -- 

Tribromobiphenyl ND ND ND ND ND -- 

Tetrabromobiphenyl ND ND ND ND ND -- 

Pentabromobiphenyl ND ND ND ND ND -- 

Hexabromobiphenyl ND ND ND ND ND -- 

Heptabromobiphenyl ND ND ND ND ND -- 

Octabromobiphenyl ND ND ND ND ND -- 

Nonabromobiphenyl ND ND ND ND ND -- 

Decabromobiphenyl ND ND ND ND ND -- 
 

Total PBBEs (PBDEs) (Polybrominated  
Biphenyl ethers) / Sum of above

-- -- -- -- -- -- 

Monobromobiphenyl ether ND ND ND ND ND -- 

Dibromobiphenyl ether ND ND ND ND ND -- 

Tribromobiphenyl ether ND ND ND ND ND -- 

Tetrabromobiphenyl ether ND ND ND ND ND -- 
Pentabromobiphenyl ether ND ND ND ND ND -- 
Hexabromobiphenyl ether ND ND ND ND ND -- 
Heptabromobiphenyl ether ND ND ND ND ND -- 
Octabromobiphenyl ether ND ND ND ND ND -- 
Nonabromobiphenyl ether ND ND ND ND ND -- 
Decabromobiphenyl ether ND ND ND ND ND -- 

Parts  
43 P2250 IC (HJTC wafer) 46 Label under enclosure(silvery adhesive plastic 

sheet) 
44 Insulating sheet (transparent plastic) 47 Silvery block of film capacitor 
45 Plastic sheet (transparent plastic) 48 Silvery metal pin of film capacitor 
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Test result: 
Item 49

(ppm) 
50

(ppm)
51

(ppm)
52

(ppm)
53

(ppm)
54

(ppm)

Chromium VI (Cr 6+) ND ND ND ND ND ND 

Cadmium (Cd) ND ND ND ND ND ND 

Mercury (Hg) ND ND ND ND ND ND 

Lead (Pb) 6 6 ND ND 15 ND 

 
Total PBBs (polybrominated  
Biphenyls) / Sum of above

-- -- -- -- -- -- 

monobromobiphenyl ND -- ND ND ND ND 

Dibromobiphenyl ND -- ND ND ND ND 

Tribromobiphenyl ND -- ND ND ND ND 

Tetrabromobiphenyl ND -- ND ND ND ND 

Pentabromobiphenyl ND -- ND ND ND ND 

Hexabromobiphenyl ND -- ND ND ND ND 

Heptabromobiphenyl ND -- ND ND ND ND 

Octabromobiphenyl ND -- ND ND ND ND 

Nonabromobiphenyl ND -- ND ND ND ND 

Decabromobiphenyl ND -- ND ND ND ND 
 

Total PBBEs (PBDEs) (Polybrominated  
Biphenyl ethers) / Sum of above

-- -- -- -- -- -- 

Monobromobiphenyl ether ND -- ND ND ND ND 

Dibromobiphenyl ether ND -- ND ND ND ND 

Tribromobiphenyl ether ND -- ND ND ND ND 

Tetrabromobiphenyl ether ND -- ND ND ND ND 
Pentabromobiphenyl ether ND -- ND ND ND ND 
Hexabromobiphenyl ether ND -- ND ND ND ND 
Heptabromobiphenyl ether ND -- ND ND ND ND 
Octabromobiphenyl ether ND -- ND ND ND ND 
Nonabromobiphenyl ether ND -- ND ND ND ND 
Decabromobiphenyl ether ND -- ND ND ND ND 

Parts  
49 Black plastic with white printing (jacket) of 

film capacitor  
52 Blue plastic box of film capacitor 

50 Silvery metal wire of film capacitor  53 Gray plastic box of film capacitor 
51 Yellow plastic box of film capacitor 54 Yellow block of film capacitor 
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Test result: 
Item 55

(ppm) 
56

(ppm)

Chromium VI (Cr 6+) ND ND     

Cadmium (Cd) ND ND     

Mercury (Hg) ND ND     

Lead (Pb) 3 ND     

 
Total PBBs (polybrominated  
Biphenyls) / Sum of above

-- --     

monobromobiphenyl ND ND     

Dibromobiphenyl ND ND     

Tribromobiphenyl ND ND     

Tetrabromobiphenyl ND ND     

Pentabromobiphenyl ND ND     

Hexabromobiphenyl ND ND     

Heptabromobiphenyl ND ND     

Octabromobiphenyl ND ND     

Nonabromobiphenyl ND ND     

Decabromobiphenyl ND ND     
 

Total PBBEs (PBDEs) (Polybrominated  
Biphenyl ethers) / Sum of above

-- --     

Monobromobiphenyl ether ND ND     

Dibromobiphenyl ether ND ND     

Tribromobiphenyl ether ND ND     

Tetrabromobiphenyl ether ND ND     
Pentabromobiphenyl ether ND ND     
Hexabromobiphenyl ether ND ND     
Heptabromobiphenyl ether ND ND     
Octabromobiphenyl ether ND ND     
Nonabromobiphenyl ether ND ND     
Decabromobiphenyl ether ND ND     

Parts  
55 Blue block of film capacitor 56 Gray block of film capacitor 
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Packaging

Test result: 
Item 1

(ppm)
2

(ppm)
3

(ppm)
4

(ppm)
5

(ppm)

Chromium VI(Cr6+) ND ND <1 <1 <1 

Cadmium(Cd) ND ND <5 <5 <5 

Mercury(Hg) ND ND <5 <5 <5 

Lead(Pb) ND 9 <5 <5 <5 

TOTAL <100 <100 <100 <100 <100 

Parts  
1 Plastic portable buckle 4 White glue of carton box 
2 Brown paper box 5 Paper board with coating of carton box 
3 Paper board with coating of carton box   

Item 6
(ppm)

7
(ppm)

8
(ppm)

Chromium VI(Cr6+) ND <1 ND   

Cadmium(Cd) ND <5 ND   

Mercury(Hg) ND <5 ND   

Lead(Pb) ND <5 5   

TOTAL <100 <100 <100   

Parts  
6 PE bag 8 Ink of instruction 
7 White paper sheet with black printing   

Item 9
(ppm)

Chromium (Cr) 8     

Cadmium(Cd) <2     

Mercury(Hg) <2     

Lead(Pb) ND     

TOTAL <100     

Parts  
9 Pulp molding   




